
R,T %

B coat

A : (R:--) B coat : Measurement data
λ, nm A R,%

602.00 1.562
603.00 1.471
604.00 1.381
605.00 1.297
606.00 1.214
607.00 1.144

λ, nm A R,%
608.00 1.074
609.00 1.010
610.00 0.946
611.00 0.892
612.00 0.838
613.00 0.786

λ, nm A R,%
614.00 0.735
615.00 0.692
616.00 0.650
617.00 0.612
618.00 0.574
619.00 0.539

λ, nm A R,%
620.00 0.504
621.00 0.476
622.00 0.449
623.00 0.425
624.00 0.401
625.00 0.375




